
LAMPIRAN 1: Kurva XRD
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LAMPIRAN 2: Data Penelitian

Material Voc (mV) Voc (mV) Voc (mV)
ZnO 13.8 30.2 5
Rw = 0,85 43.3 7.2 16.8
Rw = 2,2 65.5 57.4 17

Rw = 3,5 13.5 108.3 8.2
Rw = 0.85 (HT) 108.8 102 103.7
Rw = 2.2 (HT) 82.7 83.6 98.7
Rw = 3.5 (HT) 93.3 68.3 79.7
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